
ASTM Method
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Unit
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-
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Average results

40              50
888             890
151            190
15.9            20.6
118             127
-21              -18
10               1010               10
246             248

Test

SAE-class
Density at 15̊C
Density at 40̊C
Viscosity at 100̊C
Viscosity index
Pour point
TBNTBN
Flash point ̊C

ISO CD LUB


