
ISO CF4 LUB.

SAE-class
Density at 15̊C
Viscosisity at -20̊C
Viscosity at 40̊C
Viscosity at 100̊C
Viscosity index
Pour pointPour point
TBN
Flash point ̊C
Sulphated ash

ASTM Method

-
D1298
D5293     
D445
D445
D2270
D97D97
D2896
D92
D874

Unit

-
Kg/m3
cP
CSt
CSt
-
C̊̊C

mgKOH/g
C̊

Mass%

Average results

15W40   20W50
885            892
7000         9500
130            180
15.8           20.5
129            131
-27             -24-27             -24
13               13
236            244
1.5             1.5
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