
SAE-class
Density at 15̊C
Density at 40̊C
Viscosity at 100̊C
Viscosity index
Pour point
TBNTBN
Flash point ̊C

ASTM Method

-
D1298     
D445
D445
D2270
D97
D2896D2896
D92

Unit

-
Kg/m3
CSt
CSt
-
C̊

mgKOH/gmgKOH/g
C̊

Average results

40              50
888            890
151            190
15.9           20.6
118            127
-18             -15
12               1212               12
246            248

Test


