
ISO RAIL ROAD LUB

ASTM Method

Calcium (Ca) Content
Lithium (Li)Content 
Dropping  Point
Cone Penetration @25 º C
Unwrked - Worked
Oil Seperation @100 º C ,24 hrs
Copper Corrosion @100 º C ,24 hrsCopper Corrosion @100 º C ,24 hrs
Water Content
Free Acid No.

A.A.S
ASTM D 3340
ASTM D 566
ASTM D 217

ASTM D 1742
ASTM D 4048
ASTM D 95ASTM D 95
ASTM D 128

Mass%
Mass%
 C
0.1 mm

Mass%
-
Mass%Mass%
mgKOH/g

0.02
0.19
180
265-295

2.73
1a
<0.05<0.05
0.77

Test                                         Method            Unit       Average Result


